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Name of Sample ZH-950 Shape of Sample Bk
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Applicant LR PR P e A IR A F] Received Date | 2021/11/25
oW Amoom # B M
Test Period 2021/11/25-2021/12/06 Repdcied Dals 2021/12/06
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Test Standard YB/T 4130-2005
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Client Information BRAN: TREE
o W % F (Results of Inspection)
HiE ZR
SHEF (B 400C) 0.013W/(m X K)
SHEY (A 6007C) 0.016W/(m XK)

S REH (I 800°C)H 0.019W/(m X K)
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