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Foshan Ceramics Research Institute Testing Co., Ltd.
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Test Report

R 5 %5 (Report No.): L7061/DZ211125-004
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Name of Sample ZH-1050 Shape of Sample SR
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Test Period 2021/11/25-2021/12/06 Seriond. Bate 2021/12/06
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Test Siandard YB/T 4130-2005
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Client Information BRFRA: TR
oW 4 F (Results of Inspection)
TH s
FHAB (B 400C) 0.020W/(m X K)
SR (A 600°C) 0.026W/(m X K)
FHRERH (A 800°C)H 0.034W/(m X K)
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The Report is valid with the inspection organization stamp.
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